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We report a doping, magnetic field and low-temperature dependent study of the specific heat of
the iron-arsenide Ba(Fe1−xCox)2As2 at under (x=0.045), optimal (x=0.08) and overdoped (x=0.103
and 0.105) regimes. By subtracting the lattice specific heat the temperature and magnetic field de-
pendence of the electronic specific heat has been studied. The temperature and field dependencies
of the superconducting part of Cp exhibit similar behavior for all doping concentrations. The tem-
perature variation of the electronic specific heat as well as its field dependence cannot be described
by a single isotropic s-wave gap, pointing to a complex gap structure in the system. The lack of
doping dependence indicates that the gap structure does not change significantly as a function of
doping. We also observe a significant residual linear term of unknown origin in the specific heat
of Ba(Fe1−xCox)2As2 which suggests that inhomogeneity may be an important factor in Co-doped
BaFe2As2.

PACS numbers: 74.20.Rp, 74.70.Dd, 74.62.Dh, 65.40.Ba

The discovery of superconductivity in FeAs-based
RFeAsO[1, 2] (R-rare earth) has opened a new era in su-
perconductivity studies. Shortly after, other types of su-
perconducting materials containing FeAs layers were dis-
covered including: binary chalocogenides Fe1+xSe[3, 4],
so called ”111” compounds LiFeAs or NaFeAs [5, 6] and
122-systems AFe2As2 where A is an alkali element[7–9].
Despite a large theoretical[10] and experimental[11] effort
in the newly discovered Fe-based superconductors[1, 2],
the nature of the superconductivity in these materials in-
cluding the pairing mechanism and the symmetry of the
order parameter remain unknown. Moreover, the experi-
mental results reported so far are often contradictory, not
only between various techniques, but also between differ-
ent families. The large sample and doping dependence
may favor scenarios where the low energy excitations,
possibly nodal, strongly depend on the particular sam-
ple being studied and the probe used to investigate them
(e.g. Ref.12–14).

Recently, much attention has been focused on the Co-
doped BaFe2As2 family[7] due to the large single crys-
tals which can be produced. They also appear to be
more homogeneous than alternative dopings such as K-
doped BaFe2As2[15]. At optimal Co-doping (x = 0.08)
an isotropic gap has been postulated by angle resolved
photoemission spectroscopy (ARPES)[16] and scanning
tunnel microscope (STM)[17] measurements, while other
experiments such as penetration depth[18], µSR[19],
NMR[20], thermal conductivity[21–23], specific heat[24],
and Raman scattering[25] point to an anisotropic gap
scenario. Several of these measurements are consis-
tent with the so-called s± model with a sign rever-
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sal of the order parameter between different sheets of
the Fermi surface[26–28]. Recently, it has been sug-
gested by low-temperature thermal conductivity stud-
ies, that in the Ba(Fe1−xCox)2As2 system the supercon-
ducting gap evolves from uniformly large everywhere on
the Fermi surface for low doping to having a very small
value somewhere on the Fermi surface for high cobalt
concentration[21]. Raman scattering measurements have
been made which support this conclusion[25]. A simi-
lar situation has been argued to exist in P doped FeAs
compounds[29].
In this paper, we present results of our detailed studies

of the specific heat of the Ba(Fe1−xCox)2As2 (x = 0.045,
0.08, 0.103 and 0.105). By subtracting the lattice contri-
bution, we extract the full electronic T -dependence for all
compositions studied. A relatively large residual specific
heat is related to the presence of the non-superconducting
fraction in the samples. The temperature and field vari-
ations of the superconducting part of Cp exhibit com-
mon behavior for all doping concentrations indicating an
anisotropic gap structure whose gross features are doping
independent over the range investigated here.
Single crystals were grown out of FeAs flux with the

typical size of about 2×1.5×0.2 mm3[8]. The samples
crystalize as well-formed plates with the [001] direction
perpendicular to the plane of the crystals. The doping
level was determined by microprobe analysis. The heat
capacity was measured down to 400 mK and in magnetic
fields up to 9 T using a thermal relaxation method im-
plemented in a Quantum Design PPMS-9 device. All
specific heat data measured in field were field cooled.
Magnetic susceptibility have been taken in field cooled
conditions with a field of 20 Oe applied parallel to the ab
plane of the single crystals. Data on all samples of similar
size and shape were normalized by a constant diamagne-
tization factor which gave 1/4π for x=0.08.
In general, in the FeAs-based superconductors it is
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challenging, due to the high Hc2, to obtain the nor-
mal state electronic heat capacity in the superconduct-
ing regime. In order to evaluate the electronic con-
tribution of the specific heat, we have used a similar
approach used previously for the optimal doped com-
pound Ba(Fe0.92Co0.08)2As2 (see Ref.30, 31). We as-
sume that the phonon part of the specific heat is inde-
pendent of doping and we use the phonon specific heat
obtained from the parent compound. BaFe2As2 shows
a SDW transition at about 140 K. Recent inelastic neu-
tron scattering experiments show that, in the ordered
state, spin-wave excitations have a large gap of about
10 meV (∆ ≈ 116 K)[32]. Therefore, below 40 K, Cmag

is almost negligible[33] and we separate the lattice con-
tribution to the specific heat of the parent compound
as Cph = CBaFe2As2 - γBaFe2As2

el T where γBaFe2As2
el is

the T→0 intercept of C/T of BaFe2As2. Thus, the
electronic specific heat, at finite doping, is determined
by Cel(T )

Ba(Fe1−xCox)2As2 = Cp(T )
Ba(Fe1−xCox)2As2 −

C(T )ph. Moreover, a small Schottky-like contribution of
about 0.5 mJ/mol K2 of the total specific heat at 0.5 K
has been also subtracted from the data. The obtained
temperature dependence of the specific heat for all sam-
ples is shown in Fig.1. For the normal state specific heat
below Tc we assume the form (C − Cph)/T = γn + bT .
The bT term represents a small correction to the nor-
mal state specific heat below Tc required for the samples
not at optimal doping in order to conserve entropy be-
tween the normal and superconducting states at Tc. The
so-derived normal state specific heat is shown by dashed
lines in Fig.1. We cannot determine whether the nec-
essary correction to the normal state specific heat im-
plies either that our assumption of a doping independent
phonon contribution is incorrect, that magnetic contribu-
tions are non-negligible at some dopings, that a pseudo-
gap is present, that quantum critical fluctuations exist, or
that some combination of these effects are at play. How-
ever, we emphasize that our conclusions are independent
of the particular form of the normal state specific heat
constructed to conserve entropy.

As can be seen from the Fig.1, at very low temper-
atures, for all compositions a significant residual spe-
cific heat coefficient γ0 is observed. It ranges from
γ0 = 3.7 mJ/mol K2 for x = 0.08 to 14.6 mJ/mol K2

for x = 0.105. The values of the residual specific heat
γ0, normal state specific heat γn and the difference (γn-
γ0) as a function of Co concentration are presented in
the inset of Fig.1. The smallest value of γ0 is ob-
served for the concentration close to the optimal Co dop-
ing. The residual specific heat strongly increases when
moving towards under or overdoped directions. Sim-
ilar behavior has been previously observed by G. Mu
et.al in Ba(Fe1−xCox)2As2[24]. A sizeable value of the
low-temperature specific heat has also been reported
for Ba0.6K0.4Fe2As2 (γ0 = 7.7 mJ/mol K2)[34] and for
cuprates superconductors[35, 36].

In general, the origin of the residual γ0 observed in su-
perconducting materials could be caused by pair break-
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FIG. 1: (Color online) The low-temperature non-lattice part
of the heat capacity of Ba(Fe1−xCox)2As2. The dashed line
describes the normal state specific heat (see text). Inset: dop-
ing dependence of the residual specific heat (γ0), normal state
specific heat γn and the difference (γn-γ0).

ing effects of an unconventional superconductor, crys-
tallographic defects and disorder, and/or spin glass be-
havior. It is known that for unconventional supercon-
ductors the non-magnetic defect and impurities destroy
the singularity of the gap at nodes due to breaking the
translational symmetry. This process results in a finite
density of states induced at the Fermi level. However,
the presence of the nodal gap imposed by symmetry, like
in cuprates, is ruled out by the vanishingly small resid-
ual linear term of the thermal conductivity observed in
Ba(Fe1−xCox)2As2[21, 22]. Alternatively, a finite linear
term in the specific heat is most commonly identified with
regions of the sample which are non-superconducting. To
support this simplified notion for these samples, in Fig.2a
we plot the non-superconducting fraction of the samples
determined in three ways. First, if the superconduct-
ing and non-superconducting regions have similar heat
capacities then the ratio of γ0/γn will be equal to the
non-superconducting fraction. Additionally, if the super-
conducting gap structure is unchanged (which we shall
demonstrate below) then the condensation energy is sim-
ply equal to AγnT

2
c , where A is a property of the super-

conducting gap structure. Using the normal state specific
heat, we extract the condensation energy for all samples
by integrating the entropy difference of the normal and
superconducting state. In the case of Ba(Fe1−xCox)2As2
this approach gives U = 13.15, 1270, 230 and 180 mJ/mol
respectively for x = 0.045, 0.08, 0.103 and 0.105. If
a portion of the sample is non-superconducting, then
U will be reduced from its ideal value. Thus by plot-
ting 1-U/AγnT

2
c we obtain another measure of the non-

superconducting fraction. In this case we chooseA= 0.22
so that the estimate of non-superconducting fraction by
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this measure is the same at x = 0.08 as that obtained by
γ0/γn. Finally, susceptibility measurements (see Fig.2b)
provide the volume of shielded material, which naively
should represent the fraction of superconducting mate-
rial. Consequently, 1 − χ(2K)4π, should again repre-
sent the non-superconducting fraction. Within the un-
certainty of demagnetization factors and the unknown
heat capacity of possible non-superconducting regions,
all three methods (see Fig.2a) clearly imply that near
optimal doping a majority of the sample is supercon-
ducting ( 85-100%), while proceeding to underdoped or
overdoped samples a significantly smaller fraction is su-
perconducting (e.g. < 25% for x = 0.045). Consequently,
for the remainder of our analysis we will use the hypothe-
sis that γ0/γn indeed represents the non-superconducting
regions of the sample (most probably due to inhomogene-
ity), and will discuss its origin in more detail at the end
of the paper.

Fig.3 displays the electronic part of the specific heat
of the superconducting portion of Ba(Fe1−xCox)2As2. It
is obtained by subtracting the normal state contribution,
together with a small Schottky contribution below 1 K,
and normalized by (γn-γ0). Interestingly, taking into ac-
count the superconducting fraction of the specific heat
only, all the curves collapse below T/Tc = 0.7. To eval-
uate Tc we have used the entropy balance shown by the
solid red lined in Fig.3. As can be seen from the fig-
ure the width of the transition increases away from opti-
mal doping. The specific heat jump ∆C/γnTc = 1.65 for
x = 0.08 decreases away from optimal doping to 1.5, 1.34
and 1.05 for x = 0.103, 0.105 and 0.045, respectively[37].
This observation could result from a small, but notice-
able spatial distribution of Tc within the crystals. Pre-
vious analysis has demonstrated that a single s-wave
gap cannot reproduce the specific heat data at optimal
doping[30, 31]. This is illustrated by the single gap fit to
the optimally doped sample[30] shown as the dashed line
in Fig.3. Clearly there are additional low energy excita-
tions not captured by a single gap, but can be obtained
by a two-gap model all dopings[30, 31].

Using a similar approach as presented in Ref.24, 30
we have derived ∆γ(H) = [C(H)− C(0)]/T for all sam-
ples studied. It is shown in the inset of Fig.3. The data
have been presented in the form ∆γ(H)/(γn−γ0) versus
H/Hc2. The values ofHc2 = 39, 26, 24 and 8.7 T, respec-
tively for x = 0.08, 0.103, 0.105 and 0.045, have been ob-
tained from the slope of the upper critical field measured
by specific heat and the relation Hc2=0.69 dHc2

dTc

Tc[38]. It
should be noted that this relation is only a rough ap-
proximation strictly valid for a single s-wave gap model.
However, values obtained are reasonable and agree well
with those from Ref.39. As can be seen, all curves show
roughly the same behavior. It does not match with the
behavior expected for a simple s-wave order parameter
where the localized states in vortex cores induce ∆γ to
be proportional to H/Hc2. The specific heat is chang-
ing faster with field than expected for a simple s-wave
gap scenario. On the other hand, an anisotropic gap will
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FIG. 2: (Color online) (a) Doping dependence of the non-
superconducting fraction of Ba(Fe1−xCox)2As2 as determined
by γ0/γn (circles), 1−χ(2K)4π (squares) and 1-U/AγnT

2
c (tri-

angles). (b) Temperature dependence of magnetic suscepti-
bility of Ba(Fe1−xCox)2As2. Measurements were made in a
field of 20 Oe applied parallel to the ab plane of the single
crystals.

cause the specific heat to deviate from the H-linear de-
pendence. A clean d-wave superconductor, for example,
gives ∆γ ∝

√

H/Hc2[40]. For all dopings we found
good agreement with a two gap model[41] with a ratio
of ∆min/∆max = 0.5 (see the dashed green line in the
inset of Fig.3) which is also consistent with the observed
temperature dependence. Recently, a similar field depen-
dence of the electronic specific heat has been obtained by
Y. Bang within an s± model[42] with impurity scattering
and a gap size ratio ∆small/∆large = 0.5[42]. Our spe-
cific heat does not allow us to resolve whether the smaller
gap is uniform or possibly even contains accidental nodes.
Consequently, we cannot comment on the doping evolu-
tion of small changes to the gap structure which may
include the lifting of a small nodal component at low
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energies. However, we can make concrete statements on
the lack of doping dependence of the major energy scales.
Within a two gap analysis of our specific heat data the
ratio of the smaller gap to Tc which controls the low tem-
perature and low field properties does not vary by more
than 10% over the doping range studied. The ratio of the
larger gap to Tc, which controls the size of the specific
heat jump, may be reduced by as much as 30% in the un-
derdoped sample and by 15% in the overdoped samples
both relative to optimal doping. However, we cannot rule
out the possibility that this small doping dependent evo-
lution of the larger gap is an artifact created by a spread
in actual doping concentrations.

These lack of doping dependence to the gap structure
is in apparent contradiction with results from Raman
and thermal conductivity studies on Co doped BaFe2As2,
which indicate a dramatic evolution of the superconduct-
ing gap upon doping[21, 25]. This may be another mani-
festation of the extreme sensitivity to sample dependence
which appears to be common to the Fe-based pnictide
superconductors, although alternative possibilities exist.
As alluded to above, the thermal conductivity was mea-
sured down to 50 mK, a significantly lower energy scale
than the 0.4 K low temperature limit of our measure-
ments. Consequently, the apparent discrepancy could
arise from a change in the gap structure below 0.4 K,
which we are not sensitive to. Another possibility, which
was suggested in a recent P-doped BaFe2As2 study that
encounters a similar contradiction, is that thermal con-
ductivity is more sensitive to light electron pockets which
possess the changing near nodal gap structure, while spe-
cific heat is more sensitive to the fully gapped bands
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FIG. 3: (Color online) The normalized temperature de-
pendence of the superconducting state specific heat of
Ba(Fe1−xCox)2As2. The dashed grey line represent the spe-
cific heat of a single s-wave gap. Inset: field-induced change
in low temperature specific heat obtained at 0 K for H‖c
by extrapolating the experimental data to zero temperatures
(see text). The green dashed line is theoretical curve for
∆min/∆max = 0.5.

which possess a higher density of states [43]. Modeling
within an s± gap structure is also able to reconcile some
of the apparent discrepancy[42]. More work is needed to
determine whether the Raman results can also be under-
stood in this fashion. Additional doping dependent stud-
ies by alternative gap sensitive techniques are required to
help resolve these apparent discrepancies.

Before concluding, we return to the origin of the resid-
ual linear term of the specific heat. It is tempting to
simply attribute the residual linear term in the mea-
sured crystals as due to ”poor” crystals which possess
phase separation on a length scale smaller than that of
the EDX probe, and that other measurements were made
on better crystals. While acknowledging this possibility,
we note that where comparisons are available between
these crystals and those measured by other groups grown
in different laboratories we are in reasonable quantitative
agreement[24, 31, 37]. Consequently, we believe the resid-
ual linear term and its doping dependence are intrinsic
features of the Co-doped BaFe2As2 system. A residual
linear term in the specific heat may be a result of gapless
fermionic excitations or from a distribution of two-level
systems found in glasses. The magnitude of the residual
linear term is too large to be accounted for by a structural
glass[44], and a lack of magnetic moments in the over-
doped samples[20] rule out a spin glass origin. Thus, the
natural conclusion is that the system is inhomogeneously
gapped. The inhomogeneity could exist in real space
(phase separation) or momentum space (referring to sce-
narios where portions of the Fermi surface are ungapped).
The latter appears to be ruled out by the lack of a lin-
ear term in the thermal transport in zero field[21, 22] as
well as by the lack of full diamagnetic shielding across the
doping phase diagram (see Fig.3). Macroscopic real space
phase separation on the other hand is ruled out by NMR
results [15, 45], as well as sample uniformity as probed by
our microprobe analysis. However, the NMR lineshape of
Ba(Fe1−xCox)2As2 does broaden increasingly as a func-
tion of doping[45]. Similar behavior is observed in hole
doped cuprates and is believed to be a consequence of
nanoscaled electronic inhomogeneity[46]. Strikingly, in
cuprates a residual linear term is also observed with a
qualitatively similar doping dependence and whose ori-
gin is equally perplexing[36, 47], which could indicate
a common origin. We suggest that the origin of this
linear term is connected with nanoscaled electronic in-
homogeneity observed in the cuprates, and suggested to
be present in the bulk of Ba(Fe1−xCox)2As2 by Ning et
al[45]. STM measurements of Ba(Fe1−xCox)2As2 con-
firm the presence of nanoscale electronic inhomogeneity
without macroscopic phase separation at the surface[17].
Further work is required to fully understand the origin of
the residual linear term both in the pnictide and cuprate
superconductors.

In summary, using the low-temperature specific heat
and its magnetic field response, we explore details of
the superconducting state in Ba(Fe1−xCox)2As2 at dif-
ferent (under, optimal and overdoped) doping regimes.
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By subtracting the lattice specific heat the temperature
and magnetic field dependence of the electronic specific
heat has been studied. The temperature and field depen-
dencies of the superconducting part of electronic specific
heat exhibit similar behavior for all doping concentra-
tions. The temperature variation of Cel (below Tc) as
well as its field dependence cannot be described by a
single isotropic s-wave gap, indicating the presence of
anisotropic gap structure in the system. Indeed, it has
been shown recently for optimally Co-doped BaFe2As2
samples that a minimum of two superconducting gaps are
necessary to describe the temperature dependence of the
electronic specific heat[30, 31]. Moreover, the lack of dop-
ing dependence in Ba(Fe1−xCox)2As2 indicates that the
gap structure does not change significantly as a function
of doping. The significant residual specific heat observed

in this system (see also Ref.24, 30, 31) is attributed to a
non-superconducting fraction in the sample and suggests
that nanoscale inhomogeneity may be an important fac-
tor in Co-doped BaFe2As2.
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